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Measurement of the 
sound absorption coeffi-
cients were carried out 
using the reverberation 
room method - in accor-
dance with DS/ISO 354.

The measurements are 
carried out by DELTA 
Acoustics & Vibration A/S.
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Troldtekt®

Sound absorption measurements for  
35 mm Troldtekt, installed on 13 mm gypsum board,  
22 mm wooden battens plus 95 mm mineral wool
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a w= 0,40 – NRC = 0,50 - Absorption class D.
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